NASA-CR-195267

o

~ ™~

~ : 3

o

1 o 3

-4 e o

z =) ©
o
)
~
™
L)

246 P

)

The University of Alabama
College of Engineering
Bureau of Engineering Research
Box 870201

Tuscaloosa, Alabama 35487-0201
Telephone: (205) 348-1591

S A

FINALREPORT . 2 7€

EXHIBIT "A"

USE OF PHOTOSTRESS AND STRAIN GAGES TO
ANALYZE BEHAVIOR OF WELDMENTS

Prepared by

Dr. S. C. Gambrell, Jr.
Department of Engineering Science and Mechanics
College of Engineering
The University of Alabama
Tuscaloosa, Alabama

Prepared for

NASA/MSFC
through the University of Alabama in Huntsville

Contract No. NAG8-293
SUB93-101

BER Report No. 591-97

Fall 1993



FRONTISPIECE RO, CONTAIRS
GIROR IULUSTRATIENS

2219-T87 Parent Material
2319 Filler

6061-T6 Aluminum



FINAL REPORT

EXHIBIT "A"

USE OF PHOTOSTRESS AND STRAIN GAGES TO
ANALYZE BEHAVIOR OF WELDMENTS

Prepared by
Dr. S. C. Gambrell, Jr.
Department of Engineering Mechanics
College of Engineering

The University of Alabama
Tuscaloosa, Alabama

Prepared for

NASA/MSFC
through the University of Alabama in Huntsville

Contract No. NAG8-293

SUB93-101

BER Report No. 591-97

Fall 1993



TABLE OF CONTENTS

page
List of Photographs............. et cer e et e e et e e ii
LiSt Of FigQUEesS. .. it iiriiteeeeensessossseessssssssssssnssascssnsnncsennsss iii
Abstract........ e aaen e enean e e e et ecec ettt e X
I. PURPOSE AND TASK DESCRIPTION.....cccccereeccecs et s et ses e eeeal

A. Task l....cc0iecennns e e e e e e e e s e s s s e et e e 1

B. Task 2........ et e s e e e e e e e e C et e 2

C. Task 3....cictieeecnnn et e e e st e e e et e et a e e 2

D. Task 4......... e et e Gt e s e as e e Gttt e e e 3

E. Modifications to Tasks........... ceeens e ettt e e 4

F. Data AnalysisS...c.eeveeeeecen. e e e f e e e 5

II. BACKGROUND.......c.veeeen s s e e e ae e et s e s e s s e e s e e e s e 6
III. ORIENTATION FOR DATA COLLECTION, AND EQUIPMENT..........cc.. s s s e 7
IV. SPECIMEN BEHAVIOR, DATA CORRECTION, AND CONTRACTION RATIO......... 11
A. Bending.......ceceeeenn et ie e ceeenan e e et et 11

B. Discontinuous Yielding and Strain Hardening................... 11

C. Corrections to Strain Measurements.......... c et e e et 13

1. Bridge non-linearity.......c..iiiiieieetieieenreennnnns e 13

2. Transverse sensitivity......ccoeiiiiiiiiiiiiinnan. e 15

D. Contraction RatiosS.....eciiieeiiiiinninnaonnannes e et e st 16

V. RESULTS FROM TASK 1.....¢c045.. c e e et e e s e e s e c e e e s e e e 17
VI. RESULTS FROM TASK 2...... e e reesecens e e s s s e et s e s e s e s e e s enne .22
A. New NTR Procedure......oceeeseevsecccssoccccsna ceeseea e e .22

B. Normal Weld ProCedUre......cceoeoceresososcsossssssssssas eeeea37

VII. RESULTS FROM TASK 3.....cccceteeeocses s e e e e s s s e es s et e e e .48
A. Bending Specimens........... et e ettt eeee e 48

B. OD Side in Tension....c.e.ceeteesscescsssasessssacnonassoccsssss 53

C. 1ID Side in Tension.......... e eeee et Ce et ..63

D. Comparison of OD and ID Behavior.......... e e ee e 73

E. The "Neutral Axis"........ e ce s eec e cete e e e e aenns 82

VIII. RESULTS FROM TASK 4........ e st eaens e e s e e s et e aaaeas c e s e s s e s e e ..84
IX. SUMMARY AND CONCLUSIONS...... Gt e e e acct s aaeenann s e e s et e e es s eseeens 105
A, SUMMALY .« e v s vsesescsesoscnssassasssensassoscsasssasnss C e e e 105

B. Conclusions......... e et ee e e et e e st e atacanne e oo ons e r e 106

X. REFERENCES. . :ccececeesaacconns c e e e e s e e et es s s e s s s e eseeee s 108
XI. APPENDICES . .. :¢coteteececsssssonsssnssesssssscssssocs et s e e e «se..110
A. Task 2, Tensile Tests, New NTR ProcedUure.......eoeeeseeeseasas 111

B. Task 2, Tensile Tests, Normal Weld Procedure............ eeee.142

C. Task 3, Bending Tests, Normal Weld Procedure............. ee..173

D. Task 4, Tensile Tests, 0.5"x2.0" Material..... e et e et 192

i



LIST OF PHOTOGRAPHS

Photo # Title Page
Photo 1. Test Machine and EqQUipment......u.viet i iee e e snnannn. 10
Photo 2. Typical Peaked SPeCimMeN. ... .uee it ereeennnenoneeeeneneennanin, 12
Photo 1-1. Yield Sequence, WG1-0OD and WG3=ID. ... c v eeneeennnennnnnnnnn. 18
Photo 1-2. Yield Sequence, AS7 And NTRO . . v uuet e et unneenneeennnenneennnnn. 19
Photo 1-3. Yield Sequence, NTR10, and Weld EtchingsS.........eeeeeennnn... 20
Photo 1-4. Yield Sequence, Normal Weld ProCedUre........oeeeemneonnnnennns 21
Photo 3-1. Fringe Pattern Development, Specimen ODT=3. ....cuvsemeennnenn.. 60
Photo 3-2. Fringe Pattern Detail, Specimen ODT-2, M=14,995 in-lbs........ 61
Photo 3-3. Fringe Pattern Detail, Specimen ODT-3, M=15,195 in-lbs........ 62
Photo 3-4. Fringe Pattern Development, Specimen IDT=l......veeeewnnnne.... 70
Photo 3-5. Fringe Pattern Detail, Specimen IDT-1, M=15,135 in-lbs........ 71
Photo 3-6. Fringe Pattern Detail, Specimen IDT-2, M=15,045 in-lbsS........ 72
Photo 3-7. Fringe Pattern Detail, Specimen ODT-3, M=15,195 in-lbs........ 74
Photo 3-8. Fringe Pattern Detail, Specimen IDT-1, M=15,135 in-lbs........ 75
Photo 3-9. Fringe Pattern Development, 6061-T6 AlUMIiNUM. . v . veuewnwnnnnn.. 83

ii



LIST OF FIGURES

Fiqure Title Page
Figure TYPical SPECIMENS. ..t iteene  seeesssseceaonsasassnoanassssscessas 8
Figure Strain Hardening, Centerline, OD and C Points...............v0tn 14
Figure Grid Pattern, 0.71" x 1.4" Specimens.........ceeeevececeeacnns 24
Figure Material Behavior, Horizontal Centerline, NTR................. 25
Figure Material Behavior, Half Inch Line, NTR........ccceeetrecnccnns 26
Figure Material Behavior, Vertical OD Line, NTR....cceteveveeecnnran 28
Figure Material Behavior, Vertical LC Line, NTR........cciteeteenannns 29
Figure Material Behavior, Vertical C Line, NTR......cieeeeceeerenenns 30
Figure Material Behavior, Vertical LC Line, NTR......cccieveveencnnnn 31
Figure Material Behavior, Vertical ID Line, NTR.......ctveeecannnns 32
Figure In-Plane Contraction Ratios, Horizontal Centerline, NTR....... 33
Figure In-Plane Contraction Ratios, Half Inch Line, NTR............. 34
Figure Oout-of-Plane Contraction Ratios, Horizontal Centerline, NTR..35
Figure Oout-of-Plane Contraction Ratios, Half Inch Line, NTR......... 36
Figure Material Behavior, Horizontal Centerline, NW................. 38
Figure Material Behavior, Half Inch Line, NW......c.ceeeeeeaneeeennn 39
Figure Material Behavior, Vertical OD Line, NW.......ceeentennnanns 40
Figure Material Behavior, Vertical LC Line, NW....ceetetererenncoann 41
Figure Material Behavior, Vertical C Line, NW......cetvuteennnneenns 42
Figure Material Behavior, Vertical RC Line, NW.......ccceeenrenenns 43
Figure Material Behavior, Vertical ID Line, NW.......cccieeeenenennn 44
Figure In-Plane Contraction Ratios, Horizontal Centerline, NW....... 46
Figure In-Plane Contraction Ratios, Half Inch Line, NW.............. 47

Figure

Figure

out-of-Plane Contraction Ratios, Horizontal Centerline, NW...49

out-of-Plane Contraction Ratios, Half Inch Line NW........... 50

iii



Figure # Title Page
Figure 3-1. Sketch of Bending Specimen.......... e e e eeaeaan L3
Figure 3-2. Material Behavior, OD Side Tension, Points 1,2,3.......... ...54
Figure 3-3. Material Behavior, OD Side Tension, Points 4,5,6.......... e...55
Figure 3-4. Material Behavior, OD Side Tension, Points 1,6........00......56
Figure 3-5. Material Behavior, OD Side Tension, Points 2,5.....ccc0ec0.c...57
Figure 3-6. Material Behavior, OD Side Tension, Points 3,4................58
Figure 3-7. Material Behavior, OD Side Tension, OD and ID Sides........... 59
Figure 3-8. Material Behavior, ID Side Tension, Points 1,2,3......cc0000t 64
Figure 3-9. Material Behavior, ID Side Tension, Points 4,5,6.........0.... 65
Figure 3-10. Material Behavior, ID Side Tension, Points 1,6........ e 66
Figure 3 Material Behavior, ID Side Tension, Points 2,5........ e 67
Figure 3-12. Material Behavior, ID Side Tension, Points 3,4.......... .....68
Figure 3-13. Material Behavior, ID Side Tension, OD and ID Sides.......... 69
Figure 3-14. Comparison, OD Side, Point 1, Tension and Compression...... ..76
Figure 3-15. Comparison, OD Side, Point 2, Tension and Compression........ 77
Figure 3 Comparison, OD Side, Point 3, Tension and Compression........ 78
Figure 3-17. Comparison, ID Side, Point 1, Tension and Compression........ 79
Figure 3-18. Comparison, ID Side, Point 2, Tension and Compression........80
Figure 3-19. Comparison, ID Side, Point 3, Tension and Compression........ 81
Figure 4-1. Grid Pattern, 1/2" x 2" SPECAIMENS. vttt eeenrecoesosssensananens 85
Figure 4-2. Material Behavior, Horizontal Centerline.......c.o.... ceeees..86
Figure 4-3. Material Behavior, Half Fusion Boundary....... eeenn Ceee e 87
Figure 4-4. Material Behavior, Fusion Boundary........... eteeee s 88
Figure 4-5. Material Behavior, Half Inch LiN@.:eeeeeesesaanssancsssoessesasB9
Figure 4-6. Material Behavior, Vertical Centerline.....eeeeeeeeeescnnses..90
Figure 4-7. Material Behavior, Vertical 0.5" Line..... I 91

iv



Fiqure # Title Page
Figure 4-8. Material Behavior, Vertical 0.8" Line€.......eceeeeeenn P < )
Figure 4-9. In-Plane Contraction Ratios, Horizontal Centerline.......... ..94
Figure 4-10. In-Plane Contraction Ratios, Half Fusion Boundary............ 95
Figure 4-11. In-Plane Contraction Ratios, Fusion Boundary.......... ceeee-.96
Figure 4-12. In-Plane Contraction Ratios, Half Inch Line................ ..97
Figure 4-13. Out-of-Plane Contraction Ratios, Horizontal Centerline.......99
Figure 4-14. Out-of-Plane Contraction Ratios, Half Fusion Boundary.......100
Figure 4-15. Out-of-Plane Contraction Ratios, Fusion Boundary............ 101
Figure 4-16. Out-of-Plane Contraction Ratios, Half Inch Line............. 102
Figure 4-17. Material Behavior, Centerline, Centerpoint....... C et 104
Figure Al. Material Behavior, Centerline, OD Point..... Gt et et ec et 112
Figure A2. Material Behavior, Centerline, LC Point.............. e e 113
Figure A3. Material Behavior, Centerline, C Point....... et et e et e e 114
Figure A4. Material Behavior, Centerline, RC Point...... Gttt et e 115
Figure A5. Material Behavior, Centerline, ID Point............ ... ... 116
Figure A6. Material Behavior, Half Inch Line, OD Point....... et caeeas 117
Figure A7. Material Behavior, Half Inch Line, LC Point................... 118
Figure A8. Material Behavior, Half Inch Line, C Point................. ...119
Figure A9. Material Behavior, Half Inch Line, RC Point...................120
Figure A10. Material Behavior, Half Inch Line, ID Point.................. 121
Figure All. In-Plane CR, Centerline, OD Point............ et e e e 122
Figure Al2. In-Plane CR, Centerline, LC Point.............. et .123
Figure Al13. In-Plane CR, Centerline, C Point................ e e .124
Figure Al4. In-Plane CR, Centerline, RC Point........c.cvueee... ceeeseeesal25
Figure Al1l5. In-Plane CR, Centerline, ID Point........ccciuteeernveneaaassal26
Figure Al6. In-Plane CR, Half Inch Line, OD Point................ e 127



Figqure

# Title Page

Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure

Figure

Al7. In-Plane CR, Half Inch Line, LC Point....ueeeienreeennnnnn. 128
Al8. In-Plane CR, Half Inch Line, C Point.....uuuinennenennnn. 129
Al9. In-Plane CR, Half Inch Line, RC Point...u. vt eeeneeennnnens 130
A20. In-Plane CR, Half Inch Line, ID PoOint...cuiueeeeneeeenneennns 131
A2]1. Out-of-Plane CR, Centerline, OD POINt..u. it eneeneeennnnnn 132
A22. Out-of-Plane CR, Centerline, LC Point....v'eeeineennennnnnn. 133
A23. Out-of-Plane CR, Centerline, C PoOiNt...v.'ueeereeeeeenrennnnns 134
A24. Out-of-Plane CR, Centerline, RC PoOint.....c.iveirreeeneennnnn. 135
A25. Out-of-Plane CR, Centerline, ID Point......uuiiriooeeeeennnnn 136
A26. Out-of-Plane CR, Half Inch Line, OD Point.......vueeeemuennnnn 137
A27. Out-of-Plane CR, Half Inch Line, LC Point......uecueeuuuununn.. 138
A28. Out-of-Plane CR, Half Inch Line, C PoinNt......ueeeeeeeeennnnn, 139
A29. Out-of-Plane CR, Half Inch Line, RC POiNt ... eeeeveennnenn. 140
A30. Out-of-Plane CR, Half Inch Line, ID Point........ovevuununn.. 141
Bl. Material Behavior, Centerline, OD POINt.....vuoeeenenennsnnnnn 143
B2. Material Behavior, Centerline, LC POINt. .. cuiueeneeneennnnenn. 144
B3. Material Behavior, Centerline, C Point......oueoeeeeeneennnnnn. 145
B4. Material Behavior, Centerline, RC POINt.....veereeenenennnenn. 146
B5. Material Behavior, Centerline, ID Point.......cueeeeeeonnneennn. 147
B6. Material Behavior, Half Inch Line, OD Point........euueeuuuun.. 148
B7. Material Behavior, Half Inch Line, LC Point........eveeueunu... 149
B8. Material Behavior, Half Inch Line, € Point......eeeeneenennnn. 150
B9. Material Behavior, Half Inch Line, RC Point......cuueuueuuuwn... 151
B10. Material Behavior, Half INCh Line, ID. . ... ueneneneneennnnnn. 152
Bll. In-Plane CR, Centerline, OD POINt....etvereenenoenneneeennnns 153
B12. In-Plane CR, Centerline, LC POInt....iu et it eeneeenennnnn. 154

vi



Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure
Figure

Figure

B13.

B14.

B15.

Bl6.

B17.

B18.

B19.

B20.

B21.

B22.

B23.

B24.

B25.

B26.

B27.

B28.

B29.

B30.

Cl.

c2.

C3.

C4.

C5.

Cé6.

c7.

Cs8.

Co.

In-Plane CR, Centerline, C Point.........ccccieiencncnennnnn 155
In-Plane CR, Centerline, RC Polnt.......cveveeeneanncoanennnn 156
In-Plane CR, Centerline, ID Point........coriiieinnaceccnnse. 157
In-Plane CR, Half Inch Line, OD Point........cieveieecannnns 158
In-Plane CR, Half Inch Line, LC Point.......ccveiieiecncennn. 159
In-Plane CR, Half Inch Line, C Point........cciuteeincecnnnnnn 160
In-Plane CR, Half Inch Line, RC Point..........iiuiecenennn 161
In-Plane CR, Half Inch Line, ID Point.........ccocveriecennnns 162
Oout-of-Plane CR, Centerline, OD Point.........ciivveocnnnn. 163
Out-of-Plane CR, Centerline, LC Point..........cvceceacanennn 164
Out-of-Plane CR, Centerline, C Point........c.iiteacaocenennn 165
out-of-Plane CR, Centerline, RC Polnt........ciiveienccceen. 166
Oout-of-Plane CR, Centerline, ID Point..........ccceveacncenns 167
Out-of-Plane CR, Half Inch Line, OD Point........cccutennnnss 168
out-of-Plane CR, Half Inch Line, LC Point.........c.cecueenn. 169
out-of-Plane CR, Half Inch Line, C Point.........coveeonen. 170
out-of-Plane CR, Half Inch Line, RC Point.........ccceeennnn 171
out-of-Plane CR, Half Inch Line, ID Point............coen.nnn 172
Material Behavior, OD Side Tension, Above NA............ccc0n. 174
Material Behavior, OD Side Tension, Below NA..........cccoccnen 175
Comparison, OD Side Tension, Points 1 and 6........c.ceceueen.. 176
Comparison, OD Side Tension, Points 2 and 5.......c.cc0cvvenn.n. 177
Comparison, OD Side Tension, Points 3 and 4..........c000c0nen. 178
Material Behavior, OD Side Tension, OD and ID Points.......... 179
Material Behavior, ID Side Tension, Above NA.........ccecennen 180
Material Behavior, ID Side Tension, Below NA.........ccecceee. 181
Comparison, ID Side Tension, Points 1 and 6........cccccevvunnn 182

vii



Figure # Title Page
Figure C10. Comparison, ID Side Tension, Points 2 and 5.....ccceeeeeennn. 183
Figure Cl1l. Comparison, ID Side Tension, Points 3 and 4.....¢cc0cvues....184
Figure Cl2. Material Behavior, ID Side Tension, OD and ID Points.........185
Figure C13. Behavior, OD Side, Point 1, Tension and Compression..... cs...186
Figure Cl14. Behavior, OD Side, Point 2, Tension and Compression.......... 187
Figure C15. Behavior, OD Side, Point 3, Tension and Compression.......... 188
Figure Cl16. Behavior, ID Side, Point 1, Tension and Compression..........189
Figure C17. Behavior, ID Side, Point 2, Tension and Compression.......... 190
Figure C18. Behavior, ID Side, Point 3, Tension and Compression.......... 191
Figure D1. Material Behavior, Point A. ......... ettt 193
Figure D2. Material Behavior, Point B........ ettt et ceee...194
Figure D3. Material Behavior, Point C....iuiee it reeeronoreesanescanannan 195
Figure D4. Material Behavior, Point D............. et et et e e 196
Figure D5. Material Behavior, Point E.........ccveueen. e et ae e 197
Figure D6. Material Behavior, Point F......viieeeenreccanas C e a e .198
Figure D7. Material Behavior, Point G........ o K1)
Figure D8. Material Behavior, Point H.......iieeiiiiieieenroeeonoonnnnnas 200
Figure D9. Material Behavior, Point I.......ciitiveesncencnsecennsonens ..201
Figure D10. Material Behavior, Point J........... e et s eee e 202
Figure D11. Material Behavior, Point K........... et 203
Figure D12. Material Behavior, Point L.....veeeeons e s e e et s ec e e et 204
Figure D13. Material Behavior, Point M......civeeeeceenssnecsasscassnsesas205
Figure D14. In-Plane Contraction Ratios, Point A........... ches e e e 206
Figure D15. In-Plane Contraction Ratios, Point B...... i eeeen, Ceee e 207
Figure D16. In-Plane Contraction Ratios, Point C...eiviiinererrrneeeesea208
Figure D17. In-Plane Contraction Ratios, Point D....iiiiieeeenenecaeena..209

viii



Figure # Title Page
Figure D18. In-Plane Contraction Ratios, Point E....eveewemnnnenonnnnn.. 210
Figure D19. In-Plane Contraction Ratios, Point F...iiiiiinnintininennnnnn 211
Figure D20. In-Plane Contraction Ratios, PoOint G...uviinnenennnnennnnns 212
Figure D21. In-Plane Contraction Ratios, Point H...uvtierrnnneeennnnnenn. 213
Figure D22. In-Plane Contraction Ratios, Point I.......ciiiennnnnnnnnnnns 214
Figure D23. In-Plane Contraction Ratios, Point J.....ciiiiininnennennnn.. 215
Figure D24. In-Plane Contraction Ratios, Point K...oiiiririnininnnennnnns 216
Figure D25. In-Plane Contraction Ratios, Point L.....i. it nnnennenn.. 217
Figure D26. In-Plane Contraction Ratios, Point M........cciiiiinunnnn... 218
Figure D27. Out-of-Plane Contraction Ratios, Point A...........c.ivvun... 219
Figure D28. Out-of-Plane Contraction Ratios, Point B....v.iuinriennnnnn. 220
Figure D29. Out-of-Plane Contraction Ratios, Point C........... . oo v..... 221
Figure D30. Out-of-Plane Contraction Ratios, Point D.......c.cviiunnnnn. 222
Figure D31. Out-of-Plane Contraction Ratios, Point E..veeeeunroronnnnnn.. 223
Figure D32. Out-of-Plane Contraction Ratios, Point Fuu.ew'uerrrnnnnnnnn... 224
Figure D33. Out-of-Plane Contraction Ratios, Point G....... . ... 225
Figure D34. Out-of-Plane Contraction Ratios, Point H.... ..., 226
Figure D35. Out-of-Plane Contraction Ratios, Point I.........ciiivununnnn 227
Figure D36. Out-of-Plane Contraction Ratios, Point J.......viiiiinnnnn.. 228
Figure D37. Out-of-Plane Contraction Ratios, Point K....ewwesenmmmnnnnn.. 229
Figure D38. Out-of-Plane Contraction Ratios, Point L.....veueeunuennnnn... 230
Figure D39. Out-of-Plane Contraction Ratios, Point M........cvivinnnn. 231
Figure D40. Data for Point A, 1992 and 1993 ... ..v e e s enmnnsenmmn . 232



ABSTRACT

Tensile and pure bending tests were conducted on
specimens having welded joints made from 2219-T87 aluminum
alloy and 2319 filler. Data were <c¢ollected using
photoelastic coatings and strain gages. Stress-strain
relationships and contraction ratios were determined at
several points in a grid covering the weld material and heat
affected zone. Material behavior was non-linear and non-
uniform at all points in the grid and contraction ratios did
not conform to those predicted by Chakrabarty’s plasticity
theory. Yielding in joints made using four new welding
procedures was examined. None of the new procedures

produced more uniform yielding in the joint.



I. PURPOSE AND TASK DESCRIPTION

The purpose of this research is to continue work begun in
1991 on characterization of mechanical behavior of 2219-T87
aluminum welded joints. Research since 1991 indicates that
behavior of these welded joints is quite complex and highly
variable with significant differences in behavior on a point by
point basis. This project consisted of four primary tasks in
which welded tensile and pure bending specimens were tested to
determine general behavior of the joint. Both Photostress and
strain gages were used to collect data. Color photographs of
fringe patterns developed in the photoelastic coating bonded to
welded joint specimens were taken and are quite descriptive in
showing overall yielding characteristics of the joint. Primary
tasks for the project are listed in the following paragraphs.
A. Task 1

NASA personnel will develop up to ten new procedures for
laying the weld in material 1.375 inches thick. Specimens will
be machined from heat treated panels and tested in tension.
Photostress will be used to view the fringe pattern through the
weld to determine the strain distribution produced in specimens
made from panels prepared by each new procedure. The procedures
producing the most uniform yielding in the welded joints will be
jdentified. Weld beads will be ground off. Two specimens from
each new procedure will be tested. Still photographs will be
made of the fringe pattern in one specimen. For the second
specimen, the fringe pattern will be videotaped throughout the

loading cycle.



B. Task 2

After the welding procedures from Task 1 which produce the
most uniform yielding of the joints have been identified,
specimens from up to three of those procedures will be
instrumented with linear 1/32 inch strain gages to determine the
strain distribution in the weld material and in material within
the heat affected zone. Three strain gages will be placed at
intervals of 0.344 inches across the 1.375 inch dimension through
the weld at the weld centerline and along a line located 1/2 inch
below the centerline of the weld. Stress-strain curves will be
prepared for each gage position along both lines. Thus, the
variability of material behavior in the joint will be determined
at six different locations within the joint. Results from these
tests on specimens from the new welding procedures will be
compared with results from similar tests conducted on specimens
from the old welding procedure (contract NAG8-212, SUB92-195).
Depending upon the amount of material available from each welded
panel, up to three repetitions of each test will be conducted to
provide an average value of the representative joint behavior.
Weld beads will be ground off for these tests.
c. Task 3

Using pure bending specimens made from heat treated panels
1.375 inches thick welded in accordance with normal procedures,
tests will be conducted having the weak side in tension and then
the strong side in tension to determine behavior of the joint in
pure bending. Photostress will be applied to the surface through

the weld and one linear strain gage will be placed at the weld



center on the outer surface of both the tension and compression
sides of the joint. Weld beads will be ground off. The neutral
axis of the non-uniform material will be located for both
conditions and bending moment versus strain gage readings will be
plotted. Also, bending moment versus shear strain (from
Photostress) will be plotted at several positions along the
centerline of the weld on either side of the neutral axis.
Specimen dimensions will be 17" x 1.375" x 1.0" with the bending
moment applied around an axis normal to the 1.375 inch dimension.
To obtain average behavior, three specimens each will be tested
for the weak side in tension and for the strong side in tension.
One additional specimen for each orientation will be video-taped
to observe the complete development of the fringe pattern.
D. Task 4

Using as welded specimens made from panels of 1/2 inch thick
material, tensile tests will be conducted to determine the ratio
of transverse to longitudinal strain as a function of applied
stress for positions at the centerline of the weld, at halfway
between the centerline of the weld and the fusion boundary, at
the fusion boundary, and at 1/2 and 3/4 inches from the weld
centerline. Two-element X gages, 1/32 inch long, will be used to
measure strains at each location. To obtain the greatest
accuracy, measured strains in both transverse and longitudinal
directions will be corrected for effects of transverse
sensitivity to obtain the true strains. Weld beads will be
ground off. Specimens will have cross-sectional dimensions of

1/2" x 2". Three repetitions of the test will be conducted.



These tests will provide an indication of the true contraction
ratio at the several locations in the welded joint.
E. Modifications to Tasks

1. ©For Task 1, NASA personnel developed four new welding
procedures which were tested as specified. Only one of the
new procedures was significantly different and was chosen
for further testing.

2. For Task 2, the new welding procedure identified in Task 1
was tested extensively. Instead of using linear strain
gages as specified, small two-element gages were used at
each location to obtain both longitudinal and transverse
strains. These two data components provided for determining
stress-strain curves for each point as well as plastic
stress versus contraction ratio curves.

Also, because of interesting information on contraction
ratios recently obtained when testing 1/2 inch thick material,
task two was further modified to include tests on 1.4" thick
material welded using the normal procedure to determine
contraction ratios at several locations in the welded joint.
Tests conducted on these specimens welded using normal procedures
were the same as those conducted on specimens welded using the
new procedure selected from task one.

To better define the stress-strain and contraction ratio
characteristics of the joints, ten locations in the joint were

chosen for investigation rather than six as specified. The four



added locations were on the OD and ID faces of the joint at the

centerline of the weld and at a line one-half inch away from the

weld centerline.

Because of the additional work required to perform tests for

Task 2 as modified, only two repetitions of each test were

conducted rather than three as specified.

3.

F.

For Task 4, thirteen locations were chosen for investigation
rather than four as specified. The nine additional
locations provided for a much more complete characterization
of mechanical behavior of the joint. Only two repetitions,
rather than three, of each test were conducted at the
additional nine locations. Because the welded panels
obtained from NASA were only 11.75 inches wide, rather than
17 inches wide as specified, specimens made from these
panels were shorter than desired. Therefore, because of the
influence of pins and fillets on the stress distribution, no
data were taken at locations 3/4 inch away from the weld
centerline.

Data Analysis

Each test was designed for three repetitions so that a least

squares fit of the data scatter could be made. Except for

special cases where variations were made in the three repetition

sequence because of task modification, curves shown in graphs

represent three tests. A software package installed on an IBM

RS6000 work station which uses both a linear and nonlinear

analysis for curve fitting was used to produce graphs from the

complete data base obtained from the two or three specimens in a



set. Results obtained from each of the four primary tasks will
be presented in detail in the following sections of this report.
II. BACKGROUND

The basic foundation for this research project was developed
during 1991 and 1992 when testing 2219-T87 aluminum welded
specimens using Photostress became of interest to personnel in
the Metallurgy Research Branch, Metallic Materials Division,
Materials and Processes Laboratory of NASA at the Marshall Space
Flight Center. Gambrell (1) and other personnel of the
Metallurgy Research Branch initially tested approximately twenty
tensile test specimens during the summer of 1991 to determine if
Photostress was of value in characterizing mechanical behavior of
welded joints. Success was obtained in several areas and, in
perhaps the most important aspect of the work, a whole field
understanding of the stress-strain behavior of the joint was
obtained by observing the fringe pattern in the photoelastic
coating covering the joint. Testing continued through 1992
during which time additional significant knowledge was gained
about mechanical behavior of the joints.

Recent research using Photostress on as welded and heat
treated specimens of 2219-T87 parent material and 2319 weld
material indicated that behavior of welded joints can be highly
irregular and non-uniform (2)(3)(4)(5). Specimens in an as
welded condition having welds 1/8 and 1/2 inch thick exhibited a
large strain gradient from the weld centerline outward for nearly
one inch with the 1/2 inch material showing distinct zones of

constant strain within the strain gradient. Material 1.40 inches



thick in a heat treated condition exhibited a totally non-linear,
non-uniform behavior through the weld thickness with one side of
the weld being much weaker and more ductile than the other side.
It is thought that this difference in behavior through the weld

is, in part, caused by procedures used when laying the weld bead.

When testing specimens 1/2 inch thick by 2 inches wide it
was observed that, at the weld centerline, the maximum normal
strain seemed to have a value close to the maximum shearing
strain giving rise to the possibility that constraint by the
parent material on either side of the weld prevented the normal
plastic deformation associated with a standard tensile test.

Data taken at points in the heat affected zone away from the weld
centerline seemed to indicate that this material was not
constrained to the same extent as the weld material. This
difference in behavior at the various points seemed to indicate
that the contraction ratio as defined by Chakrabarty (6) may not
be valid. Later work has shown that contraction ratios are
different at different points, and, at each point, are a function
of the applied stress.

Variability in behavior at different locations in welded
joints tested in this previous work indicated that additional
work is needed to more clearly define the general behavior of
aluminum welded joints.

III. ORIENTATION FOR DATA COLLECTION, AND EQUIPMENT

Figure 1 shows the dogbone and pure bending test specimens

used in tests. Panels of parent material were TIG welded by NASA

personnel at the junction of the two halves of parent material
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and were taken to the University of Alabama for machining in the
College of Engineering machine shop. Dogbone specimens used in
Task 4 had only 7.25 inches between hole centers due to smaller
than requested panel widths received from NASA. Horizontal lines
on dogbone specimens indicate locations along the vertical
centerline where data were taken. Specimens for Tasks 1 and 2
had, in addition to the vertical centerline, another vertical
grid line on either side of the centerline to facilitate data
collection along horizontal lines through the thickness of the
weld. These additional lines can be seen in photographs of the
1.4 inch thick specimens.

Tests for the four tasks in this project were conducted
using a SATEC 55 kip universal testing machine as seen in Photo
1. Other items of equipment shown include a reflection
polariscope with uniform field compensator, a telemicroscope, and
a digital automatic recorder-printer for measuring maximum
shearing strain. A model P-3500 static strain indicator was used
for taking data from strain gages. A SB-10 switching and
balancing unit was used for multiple gage installations.

Strain gages were bonded using M-Bond 200 adhesive and
photoelastic coatings were bonded using PC-8 adhesive. All
gages, photoelastic coatings, adhesives, and strain measuring
equipment were obtained from Measurements Group, Inc., in

Raleigh, NC. (7)(8)(9)(10) (11) (12) (13) (14)
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Iv. SPECIMEN BEHAVIOR, DATA CORRECTION, AND CONTRACTION RATIO
A. Bending

Although test panels were fabricated by NASA personnel in a
manner as careful and uniform as possible, specimens made from
these panels were not nearly identical. No specimen was
completely straight and, for most specimens, parent material
sections on either side of the weld did not lie in the same
plane. Therefore, there was some bending present in tensile
tests of all specimens and, because of progressive non-uniform
yielding starting in the weld and moving outward toward the
parent material, the magnitude of the bending strain changed as
the stress increased. Photo 2 shows an example of the bend
present in most specimens. 1In several graphs depicting stress-
strain behavior of the specimens, the initial bending strain in
the specimen may be clearly seen as an offset on the strain axis
at zero stress. Therefore, one must not consider the stress-
strain curves in this report as being obtained from ASTM type
tensile tests for material properties. Rather, they represent
the realistic, non-uniform behavior of an imperfect welded
specimen subjected to load.
B. Discontinuous Yielding and Strain Hardening

All specimens 1/2" thick by 2" wide exhibited distinct
discontinuous yielding characteristics. This behavior was
observed when using strain gages as large increases in strain
which occurred for small increases in load and when using
photoelastic coatings as instantaneous jumps or changes in the

fringe pattern while the load was increased. For the as welded
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1/2" thick specimens, discontinuous yielding usually began
between 20 and 25 ksi. Discontinuous yielding was most prominent
at points up to 1/2" away from the weld centerline and less
distinct at points 3/4" and 1" away.

In previous work (2) it was observed that the 1/2" thick as
welded material was highly inelastic in the weld material in its
virgin state but became an elastic material when loaded a second
time. During this project, a similar test was conducted on the
1.4" thick material to determine its strain hardening
characteristics. Figure 2 shows the highly inelastic first load
and the elastic second load stress-strain curves for specimen N5-
1 for the 1.4" thick heat treated material. See Figure 2-1 for
locations of the points OD and C. While loading specimen N5-1
for the first time, the stress was taken to 44,120 psi. Note
that, upon loading the specimen for the second time, the major
departure from near linear behavior occurs between 41,000 and
45,000 psi. Therefore, near perfect strain hardening has been
obtained during the second loading.

C. Corrections to Strain Measurements
1. Bridge non-linearity
Wheatstone bridges using strain gages in a quarter
bridge circuit are non-linear in strain (15). Corrections were

made to measured strains using the equations

€=¢+n

where ¢’ is the corrected strain, € is the measured strain, and n

is the correction factor given by
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o F(é)*x1078
T 2 Féxl0-©
where F is the manufacturer’s gage factor. For values of strain
above 0.0025, corrections can become significant and are needed
for greater accuracy at strain values approaching 0.02 which were
measured during this research project. All measured strains were
corrected as indicated above.
2. Transverse sensitivity

To measure strains in an arbitrary biaxial strain field,
strains in two perpendicular directions must be measured. 1In
this project, strains were measured on uniaxial tensile and pure
bending specimens in directions parallel and perpendicular to the
direction of maximum principal stress. Because the onset of
yielding occurred at low stress levels, Poisson’s ratio for the
weld and heat affected zone did not apply and the relationship
between the maximum and minimum principal strains was basically
unknown. (This relationship was obtained as a function of stress
during conduct of this research project.) Therefore, to obtain
greatest accuracy in measurement, values of strain were corrected
for the effects of transverse sensitivity of the strain gages.

Equations for the corrections (16) are

(1= poKa) = Kag(l = poKa) 4

‘= (1 = KnK)

3

0 — €3(1 ~ oK) — Kiz€a(1 — p1oK 1)
T (1— KuKz)

where ¢, and ¢, are strains in the 1 and 2 directions which were

corrected for bridge non-linearity, K¢1 and Ktp are transverse
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sensitivity factors for gages oriented in the 1 and 2 directions,
#o = 0.285 and is Poisson’s ratio for the standard strain gage
calibration coupon, and ¢ and ¢; are the true strain values in
the 1 and 2 directions. All measured strains were corrected as
indicated above.

D. Contraction Ratios

Strain gages were used to measure strains on the surface of
the specimen in directions parallel and perpendicular to the
direction of maximum principal stress. Therefore, in-plane
contraction ratios can be determined by forming the ratio of the
perpendicular strain to the parallel strain (transverse
strain/longitudinal strain). These contraction ratios (e2/€7)
were obtained as a function of applied plastic stress and are
presented in graphs later in this report.

In an attempt to better characterize the total deformation
of the welded joints, out-of-plane contraction ratios were
calculated assuming that deformation occurred at constant volume
or that

e1t+e2+es=0
where e¢3 is the out-of-plane strain or the strain perpendicular
to the surface of the specimen. Values of ¢1 and ¢, were
obtained using two-element gages on the surface at each point of
interest as described previously. Figures presented later in
this report dealing with out-of-plane (e3/¢]) contraction ratios
were developed based upon the assumption of constant volume

indicated above.
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V. RESULTS FROM TASK 1

Four new welding procedures were developed at NASA for the
1.4" thick heat treated specimens in an effort to obtain a welded
joint which would yield in a more uniform manner than the normal
weld procedure previously tested (2). The four new procedures
were identified as:

WG-0D

Wide Groove, Outside Diameter, WG-1, WG-2,

WG-ID = Wide Grove, Inside Diameter, WG-3, WG-4,

AS Alternate Sides Each Pass, AS-7, AS-8, and

NTR

I

Not Tightly Restrained, NTR9, NTR1O0.

Fringe patterns photographed from photoelastic coatings
applied to the welded joints are seen in Photos 1-1, 1-2, and 1-3
for the four new welding procedures. In all photos, the OD is to
the left of the fringe pattern. Photo 1-1 shows yielding
characteristics for the Wide Groove, OD and ID specimens.
Yielding in joints made from these two procedures is quite
similar to that in specimens made from normal welding procedures
(Photo 1-4). Photo 1-2 shows yielding characteristics for the
Alternate Sides Each Pass and the Not Tightly Restrained
specimens. Yielding in joints made from the Alternate Sides Each
Pass procedure is quite similar to that in specimens made from
the normal welding procedure. However, yielding in joints made
from the Not Tightly Restrained procedure initiates from the ID
side of the weld rather than the OD side. Also, it was
determined that, even for the same welding procedure, specimens
made from two different panels using the NTR procedure can have

quite different characteristics. Photo 1-3 shows yielding
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24,000 psi 28,000 psi 32,000 psi 36,000 psi

WG1l-0D

WG3-ID

Photo 1-1. Yield Sequence, WG1-0D and WG3-ID
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24,000 psi 28,000 psi 32,000 psi 36,000 psi

NTR-9

Photo 1-2. Yield Sequence, AS7 and NTR9
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24,000 psi 28,000 psi 32,000 psi 36,000 psi

40,000 psi 44,000 psi 46,000 psi Residual

Photo 1-4. Yield Sequence, Normal Weld Procedure
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characteristics in specimens made from the NTR-10 panel whereas
Photo 1-2 shows yielding characteristics in specimens made from
the NTR-9 panel. Note that, at common stress levels, the NTR
fringe patterns are quite different in Photos 1-2 and 1-3. This
difference is most likely related to the different welds produced
by the NTR welding procedure as seen in etchings of the two welds
in Photo 1-3. This indicates that, as the evidence clearly
shows, two welds made by the same welding procedure may be quite
different in shape, in mechanical properties, and in yielding
characteristics.

For the photographs, specimens were loaded in increments of
2000 psi after which the load remained constant while photographs
were taken. When making a videotape, specimens were loaded using
a monotonic stress rate of 4,500 psi per minute. Specimens were
stressed to 45,000 psi. Both the photographs and the videotape
of yielding for each weld procedure were viewed by NASA personnel
to determine which procedure, if any, resulted in more uniform
yielding of the welded joint. Fringe patterns from the four new
procedures were compared to fringe patterns from the normal
welding procedure previously used in welding the joint.
Videotapes of the yielding process in the normal weld procedure
and in all four new weld procedures have been given to NASA.
VI. RESULTS FROM TASK 2
A. New NTR Procedure

After viewing the still photographs and videotape of tests
conducted under Task 1, NASA personnel selected the NTR weld

procedure for further analysis. 1In an effort to obtain data
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which would be reasonably consistent, specimens from panels made
by the new NTR procedure were made from the NTR-10 panel. No
data from the NTR-9 panel are included in results presented in
the following. NTR welded joints behaved in a manner similar to
joints made by the normal welding procedure except that yielding
initiated from the ID side of the joint. Thus, in terms of
strength and ductility, the ID side is weaker and more ductile
than the OD side. Exactly the opposite is true when testing
specimens made from the normal weld procedure. Figure 2-1 is a
sketch of the grid pattern used for data collection when testing
specimens made from 1.4 inch thick material. Proportional limits
in the NTR specimens for the points identified in Figure 2-1 are
given in the following:

Along the centerline................ OD = 12,000 psi

LC = 10,000 psi

Cc = 10,000 psi

RC = 9,000 psi
ID = 7,800 psi
Along the 1/2" lin€.....eeeeeeeeesss oD = 13,300 psi

LC = 12,600 psi
C = 12,000 psi

RC = 18,800 psi

ID 12,800 psi
Figures 2-2 and 2-3 show material behavior at the centerline
of the weld and at a line 1/2 inch from the weld centerline.

Note, in general, that the curves reflect increasing strength and

less ductility as one moves from the ID side toward the OD side
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0.71" x 1.4" Specimens

Grid Pattern,

Figure 2-1.
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of the specimen. Figures 2-4 through 2-8 indicate the relative
strength and ductility at points along vertical lines passing
through the weld centerline and the 1/2 inch line. It is
interesting to note in Figure 2-4 that, along the vertical line
OD, material on the half inch line is more ductile and less
strong than material on the centerline of the weld. The reason
for this apparent discrepancy can be explained by observing Photo
1-3 and noting that, as yielding progresses, there are higher
fringe orders on the OD side near line 2 (the 1/2" line) than
there are at line zero (the centerline of the weld). Thus it is
clear from the photograph that, for the OD side, material at a
point on the 1/2 inch line is more ductile than material on the
centerline. These yielding characteristics are not seen in the
fringe patterns on the ID side of the specimen, or at points LC,
C, and RC.

Figures 2-9 and 2-10 show the in-plane contraction ratios
for points on the horizontal centerline of the weld and the
horizontal half inch line respectively. Note that, at points OD
and RC in Figure 2-9, the contraction ratio approaches 0.5 rather
closely as the plastic stress approaches 30,000 psi and that, at
other points, the contraction ratio varies between 0.22 and 0.45.
The contraction ratios in Figure 2-10 for the half inch line
range generally between 0.15 and 0.38 and, up to a plastic stress
of approximately 10,000 psi, are between 0.28 and 0.35.

Out-of-plane contraction ratios are shown in Figures 2-11
and 2-12 for the horizontal centerline of the weld and the half

inch line respectively. Note that, in general, there is much
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more contraction perpendicular to the surfaces than there is
within the surfaces.

Graphs showing the scatter of data for all tests of the
0.71" x 1.4" NTR specimens are presented in Appendix A.
B. Normal Weld Procedure

Specimens made by the normal welding procedure have been
previously tested extensively and results have been reported in
(2), (3), (4), and (5). However, these results did not include
information on contraction ratios for 1.4" thick welded joints.
Therefore, Task 2 was modified as explained previously in section
E.2. General yielding behavior of specimens made by the normal
welding procedure can be seen in Photo 1-4. Proportional limits
in the normal weld specimens for the points identified in Figure

2-1 are given in the following:

Along the centerline........cccvuun.. oD 7,900 psi
LC = 10,000 psi
C = 12,200 psi
RC = 11,400 psi
ID = 16,800 psi
Along the 1/2" 1line......c.ccviieiennnnnn. OD = 15,700 psi
ILC = 12,500 psi
C = 10,000 psi
RC = 20,700 psi
ID = 13,500 psi
Figures 2-13 through 2-19 show stress-strain behavior at various

locations in the joint. Effects of peaking in the joints are

clearly seen in the figures as an offset on the strain axis at
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zero stress. As in previous tests (2), and in current tests, the
OD side of the joint was weaker and more ductile than the ID
side. The general transition in strength and ductility from the
OD to the ID side can be seen in Figures 2-13 and 2-14 for the
centerline and half inch line respectively. Figures 2-15 through
2-19 indicate comparisons of material properties along vertical
lines on the surfaces of the joint.

In Figure 2-19, it is seen that behavior at the two
different points on the ID side of the joint is nearly identical.
This same behavior was observed in previous tests on the ID side
when Photostress, rather than strain gages, was used for
measurement of strain (2). Referring to Photo 1-4, it may be
noted that fringe orders on the ID side of the specimen at the
centerline and the one-half inch line (lines zero and 2,
respectively) are nearly the same at each stress value. Thus,
Photostress fringe patterns on the through the weld surface are
seen to validate measurements made by strain gages at the very
near locations on the centerline and 1/2" line on the ID face of
the joint.

Figures 2-20 and 2-21 show in-plane contraction ratios for
various locations in the joint. At the ID point on the
centerline of the weld (Figure 2-20), it is seen that the in-
plane contraction ratio approaches 0.73 at approximately 21,000
psi plastic stress. Note the difference in contraction ratios
between the OD point and the ID point on the centerline of the
weld. There is much less in-plane contraction in the weaker

material at the OD point than there is at the stronger ID point.
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As seen in Figure B15, data scatter was greater at the ID point
than at other points with the greatest scatter being above a
plastic stress of 13,000 psi. While there was more scatter, the
trend seen in the data at the ID point from both specimens is the
same and indicates quite large in-plane contraction at higher
plastic stresses.

Out-of-plane contraction ratios are presented in Figures 2-
22 and 2-23 for the horizontal centerline of the weld and the
half inch line respectively. The smaller out-of-plane
contraction ratios on the centerline at point ID can be seen in
Figure 2-22 which correlate with the larger in-plane contraction
ratios seen in Figure 2-20.

Graphs showing scatter of data for all tests of the 0.71" x
1.4" normal weld specimens are presented in Appendix B.
VII. RESULTS FROM TASK 3

A. Bending specimens

Panels made using normal welding procedures were machined
into specimens for pure bending test (Figure 1). All specimens
were peaked as seen in Photo 2 with the concavity being on the 0D
side. After receiving the panels from NASA, it was observed that
parent material on the two sides of the weld had two different
thicknesses, 1.375" and 1.410". During some part of the welding
process, panels were apparently lined up on a flat surface
thereby causing a shoulder to be formed across the top of the
weld which connected the two pieces of parent material. Figure
3-1 is a sketch of the joint showing (a) the sloping shoulder

across the top of the weld, (b) the centerlines of the two pieces
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of parent material, (c) the OD and ID sides in relation to the
weld shoulder, (d) the directions of bending moment applied to
the joint, (e) the approximate locations of the fusion boundaries
(the vertical dotted lines), and (f) locations for data
collection using Photostress. The point of reference for
measurement to points where data were collected is the
intersection of the vertical centerline of the weld with the
sloping line connecting the two centerlines of each piece of
parent material. All specimens had the weld shoulder on the OD
side. The general shape of the fusion boundaries can be seen in
Photo 1-3. Therefore, there was no clear, distinct division
where weld and parent material joined as represented by the
vertical dotted lines.

In graphs which follow, data collection points are always
numbered 1 through 6. These numbers can also be seen in the
photographs. Number 1 is always near the top of the specimen
being tested for both conditions of the OD side in tension and
the ID side in tension. As seen in Figure 3-1, points for data
collection were equally spaced in 0.20 inch increments above and
below the reference point. Thus, the topmost and bottommost
points were approximately 0.10 inches from the upper and lower
edges of each specimen respectively. 1In all tests, strains in
material 1.375 inches thick at points along the fusion boundary
near the intersection of the weld shoulder with the parent
material were slightly larger than at similar points in 1.410"

material.
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B. OD Side in Tension

Figures 3-2 and 3-3 indicate behavior of weld material above
and below the specimen centerline respectively. 1In the figures,
the centerline is referred to as the "neutral axis." It can be
seen that material at points above the specimen centerline
(peints 1,2,3) is more ductile than at corresponding points below
the centerline (points 4,5,6). For reference, corresponding
points are 1 and 6, 2 and 5, and 3 and 4 (See Figure 3-1).
Figures 3-4 through 3-6 each show behavior at two corresponding
points. If material in the weld exhibited the same behavior in
both tension and compression, curves shown in Figures 3-4 through
3-6 would be coincident (or more nearly so). Figure 3-7 shows
material behavior at the top (tension side) and bottom
(compression side) of the specimen. Note also that measurements
using strain gages indicate the difference in behavior between
the weaker OD material and the stronger ID material.

Photo 3-1 shows fringe pattern development in specimen ODT-3
for moments between 6,120 and 17,895 inch pounds. Note the
disappearance of the isotropic (black) line in the weld material
as the moment increases. Photos 3-2 and 3-3 contain enlargements
of fringe patterns in two different specimens, ODT-2 and oDT-3,
at nearly the same moment. Note the similarities and differences
in the patterns for the two specimens. The black isotropic point
and isotropic line are clearly seen in these photographs. Also,

note the difference in fringe patterns for points 4,5, and 6. 1In
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this region, strains in specimen ODT-3 are clearly larger than
strains in specimen ODT-2 even though the moments are nearly the
same.

C. 1ID Side in Tension

Figures 3-8 and 3-9 indicate behavior of weld material above
and below the specimen centerline respectively. Again, it is
seen that material in tension is somewhat more ductile than
material in compression. However, Figures 3-10 through 3-12
indicate that, for the ID side in tension, there is less
difference in behavior at corresponding points 1 and 6, 2 and 5,
and 3 and 4 than there is for the OD side in tension. Therefore,
placing the ID or strong side in tension has increased the
uniformity in yielding of the joint. Figures 3-13 shows material
behavior at the top and bottom of the specimens. Note that
material in tension (the ID side) is more ductile than material
in compression.

Photo 3-4 shows fringe pattern development in specimen IDT-1
for moments between 10,560 and 18,765 inch-pounds. Again, note
that the isotropic line disappears as the moment increases
leaving only the isotropic point on the weld centerline. Photos
3-5 and 3-6 present enlargements of fringe patterns in two
different specimens, IDT-1 and IDT-2, at nearly the same moment.
Note that these two photos are nearly identical indicating that
tests having the ID or strong side in tension are somewhat more

repeatable than tests having the OD or weak side in tension.
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D. Comparison of OD and ID Behavior

Photo 3-7 from specimen ODT-3 can be compared with Photo 3-8
from specimen IDT-1 to see the effects of changing the weak side
of the weld (the OD side) from a state of tensile stress to a
state of compressive stress. In Photo 3-7, points 1, 2, and 3
are in tension. The first order fringe is located approximately
at point 3 with several higher order fringes seen in the vicinity
of points 2 and 1. In Photo 3-8, points 4, 5, and 6 (the same
points as 1, 2, and 3 in Photo 3-7) are in compression. Note in
Photo 3-8 that the first order fringe is located approximately
half way between points 4 and 5 and that there are fewer higher
order fringes in the vicinity of points 5 and 6. Therefore, as
the photographs indicate, material on the weak side of the welded
joint has higher strains when placed in tension (Photo 3-7) than
it does when placed in compression (Photo 3-8).

In a similar manner, material on the strong side of the
joint (points 4, 5, and 6 in Photo 3-7 and peints 1, 2, and 3 in
Photo 3-8) exhibits somewhat dissimilar fringe patterns that
indicate the same trend. However, at the most strained points,
point 6 in Photo 3-7 and point 1 in Photo 3-8, there are fringe
orders of nearly equal value. Therefore, at these two points,
tensile and compressive strains are more nearly the same.

Figures 3-14 through 3-16 indicate behavior at three
separate points (1,2,3) in the weak OD side material in tension
and compression. Note that, at all points, material is stronger
and less ductile when placed in compression than it is when

placed in tension. Figures 3-17 through 3-19 indicate that the
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same trend exists in the stronger ID side material where there is
also less ductility and greater strength when the material is
placed in compression. Figures 3-14 through 3-19 reflect trends
seen in fringe patterns of Photos 3-7 and 3-8.

E. The "Neutral Axis"

In the context of the welded joint subjected to pure
bending, the concept of a "neutral axis" exists only at lower
applied moments. For example, Photos 3-1 and 3-4 indicate how
the "neutral axis" disappears around the centerpoint of the weld
as the moment increases leaving only a well defined isotropic
point where the principal strains are of equal magnitude and the
shearing strain vanishes. By comparison, the isotropic line, or
neutral axis, remains intact in the parent material in a manner
similar to that which occurs in specimens made from regular
aluminum alloy having no welds. Photo 3-9 shows development of
the shearing strain field in a 6061-T6 aluminum alloy specimen.
Note that the black, center, isotropic line in Photo 3-9 does not
change as the moment increases as it does in Photos 3-1 and 3-4
which show fringe patterns in the photoelastic coating applied to
welded joint specimens.

Since the non-linear material in the weld near the upper and
lower boundaries of the specimen yields non-uniformly at very low
moment values, the stress distribution across the weld centerline
must adjust to insure that ZF=0 and sM=0. Therefore, the
location of the isotropic éoint changes slightly as the applied
moment changes. These slight changes can be seen by closely

observing the position of the center of the black spot in the
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(15,815 psi)

(31,854 psi)

(35,000 psi)

Photo 3-9. Fringe Pattern Development, 6061-T6 Aluminum

C-2
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enlarged photographs. Recall that, at an isotropic point, only
the maximum shearing strain is zero and one cannot assume that
either the maximum or the minimum principal strain is zero.
Thus, the location of the isotropic point may or may not be the
location where the maximum and minimum principal strains are both
zero as they are along the isotropic line in Photo 3-9 for the
regular aluminum alloy specimen. Graphs showing scatter of data
for all bending tests are presented in Appendix C.
VIII. RESULTS FROM TASK 4

To better define overall stress-strain and contraction ratio
characteristics in the weld material and heat affected zone for
the 1/2" x 2" as welded joints, a grid pattern of thirteen points
(A through M), rather than just four points on a vertical
centerline, was defined for data collection (see Figure 4-1).

Vertical dimensions between horizontal lines were, on average,

CL t0 1/2 FB.veurunrreneonooeennneens 0.0875 inches,
CL tO FB.iiitiieeensonnsstnaasaanoneas 0.175 inches, and
CL to 1/2" . ittt ittt nneroannnonas 0.500 inches.

Figures 4-2 through 4-8 provide material behavior at each point.
From these figures, except for points K, L, and M, it is seen
that the material is highly ductile and non-linear with
relatively small elastic ranges. Proportional limits at the

points are:

A - 5,700 psi, H - 6,300 psi,
B - 6,000 psi, I - 5,700 psi,
C - 6,800 psi, J - 8,800 psi,
D - 6,700 psi, K - 11,500 psi,



Figure 4-1. Grid Pattern,

1/2" x 2" Specimens
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E - 7,000 psi, L - 14,000 psi, and
F - 8,000 psi, M - 17,600 psi.
G - 8,200 psi,

Also, it may be seen that there are only small differences
in stress-strain curves at points along horizontal lines A-D, E-
G, H-J, and K-M and along vertical lines A-H, B-I, and C-J.
Points K, L, and M along the line 1/2 inch from the weld
centerline show considerably more elastic behavior than do other
points in the grid.

With respect to in-plane contraction ratios at the several
points, Figures 4-9 through 4-12 show that there is little
correlation with Chakrabarty’s plasticity theory for stresses
above the proportional limit. This theory is based upon constant
volume deformation of a standard tensile test specimen which is
quite different from a welded test specimen. During tensile
tests of the welded specimens, one can visually note large
deformation occurring in the vicinity of the weld. It is
unlikely that an assumption of a linear variation between 0.32
and 0.50 for the in-plane contraction ratio (which is sometimes
done) would produce reliable results in efforts to mathematically
model the welded joint. Point D on the 1/2 inch thick edge of
the weld has a maximum in-plane contraction ratio of nearly 0.75
at a plastic stress of 20,000 psi. At other points, the in-plane
contraction ratio varies with plastic stress but never becomes
asymptotic to a value of 0.5 as predicted by the usual
deformation theory. It appears that, in the weld and heat

affected zone, strain in the direction of the tensile stress
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takes on larger values with respect to transverse strain than is
expected under normal circumstances for all points except for
point D. At point D, it appears that lack of constraint through
the 1/2 inch thickness of the weld allows for transverse strain
to greatly exceed that which would occur when testing a uniform
specimen having no welded joint. Clearly, such a large
transverse strain as was observed at point D cannot be predicted
by a known theory. Since highly discontinuous yielding (2) was
observed in all specimens above a stress of 21,000 psi, it is
believed that such yielding at all points except point D
contributed to the large strains measured in the direction of the
applied stress whereas the measured transverse strain did not
increase proportionately during the discontinuous yielding
process.

Out-of-plane contraction ratios were calculated as indicated
in section IV.D. and are presented in Figures 4-13 through 4-16
which give a good indication of the extent of deformation
perpendicular to the surface of the specimen at all grid points.
Note that, at point D, the very large in-plane contraction ratio
(Figure 4-9) has resulted in a very small out-of-plane
contraction ratio (Figure 4-13). At all points except point D,
Figures 4-13 through 4-16 indicate that deformation of the joints
perpendicular to the surface is relatively quite large when
compared to transverse deformation in the surface.

It has been observed that discontinuous yielding is
dependent upon the applied monotonic stress rate and upon the

load increment and time at hold for a load-hold-load sequence.
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Tests conducted using a monotonic stress rate from 4000 to 5000
psi per minute show two, or maybe three, discontinuous yields
between 20,000 and 40,000 psi applied stress. However, when
applying stress increments of 1000 psi at a rate of 4000 psi per
minute and holding for one to one and one-half minutes between
increments, tests show a discontinuous yield for every two 1000
psi increments between 20,000 and 40,000 psi applied stress.
Therefore, contraction ratios may be somewhat different when
obtained from a monotonic load sequence when compared to those
obtained from a load-hold-load sequence. All contraction ratios
presented in this report were obtained from a load-hold-load
sequence.

All 1/" x 2" specimens were slightly "peaked" and,
therefore, some initial bending was present during tensile tests.
The effect of initial bending can be seen in several graphs as an
offset on the strain axis at zero stress. In several specimens,
strains measured in the direction of loading were initially
compressive which then reverted back to tensile strains as the
load increased.

During the Summer of 1992, (2), tests were conducted on 1/2"
X 2" specimens made similar to those tested during the summer of
1993. To correlate data from the two different years, Figure 4-
17 was produced using a data file for point A from tests one year
apart. It may be seen that test specimens from both years behave

in a similar manner with little or no significant difference.



104

0000Z  0008T 00091 000VT 000ZI 00001 0008 0009 000b 000C 0

jutodaajus) ‘surTasjus) ‘I10TARYOYg TeTA®qe 'LT1-v @anb1g

90401 » ureng

TIT T T T Y

LA |

-.-..---.-<-.-.._<_.-_-_-.~..q.-_.._—-..--..-...-.-_._-___...-—_..-...._._.--.._-.....«

661 ‘DIvp 1ounung wiof nf 150 — —
£661 ‘D10 1ounung wiof nf 1sag

ll]llll]lllllbllllllljllIll[lll[llllllllllll

NN NS |

-

v 1ut0d ‘plog Jo sutaapuay
UILIS S A SS243Q

000¢

00001

000ST

00007

000<¢

0000¢

000st

(1sd) ssong



105

Graphs showing scatter of data for all tests of the 1/2"
thick by 2" wide as welded test specimens are presented in
Appendix D.

IX. SUMMARY AND CONCLUSIONS

A. Summary

Four new procedures developed for welding 1.4" thick, heat
treated, 2219-T87 parent material with 2319 filler material were
evaluated to determine which procedure, if any, caused the welded
joint to yield in a uniform manner. Dogbone tensile specimens
were tested using Photostress and results were compared to
similar tests on welded joints made by the normal weld procedure.
One new procedure, called Not Tightly Restrained, was seen to be
different from the other three and was tested extensively to
determine its mechanical behavior characteristics.

Dogbone tensile specimens made from heat treated, 1.4" thick
material were machined from panels welded using the normal
welding procedure and were tested to determine mechanical
properties and contraction ratios. Contraction ratios were seen
to vary considerably from point to point in the welded joint and,
at some points, exceeded 0.50.

Specimens machined from heat treated 1.4" thick material
were tested in pure bending to determine mechanical properties of
the weld material in tension and compression. The two conditions
of the OD side in tension and the ID side in tension were
examined. Tests indicated that material in the weld deformed in

a non-linear, non-uniform manner as the bending moment increased.
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Tensile tests were conducted on as welded dogbone specimens
made from 0.5 inch thick material to determine mechanical
properties and contraction ratios. Mechanical properties
compared closely with those obtained in similar tests during
previous research and contraction ratios varied from point to
point, being near 0.75 when measured on the through the weld
surface.

Tests on all 0.5" and 1.4" thick welded joints indicated
that, for the first applied load, material in the weld and heat
affected zone was non-linear, yielded in a non-uniform manner,
and exhibited contraction ratios that varied from point to point
and did not conform to Chakrabarty’s plasticity theory. Upon
applying a second load to the material, it becomes essentially
elastic up to the stress applied during the first load.

B. Conclusions

1. None of the four newly developed procedures for welding the
1.4" thick 2219-T87 panels provided for improved, more
uniform yielding of the joint. VYielding starts on one side
of the weld and progresses through the weld in a non-uniform
manner as the applied stress increases.

2. The new procedure called Not Tightly Restrained yields in a
manner different from the other three in that yielding
begins on the ID side of the joint rather than the OD side.
Yielding progresses through the weld in a non-uniform manner

similar to that seen in the other three procedures.
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When placed in pure bending, material subjected to tensile
stress is more ductile than material placed in compression.
Material subjected to compressive stress is stronger than
material placed in tension.

In bending tests, the concept of a "neutral axis" does not
exist through the weld material since a very complex state
of stress is developed in this region.

In-plane contraction ratios in the 0.5" and 1.4" thick
material are different at different points, are a function
of the applied plastic stress, and exceed 0.50 at some
points in the weld material. Chakrabarty’s approximation
for contraction ratios is not valid when applied to 2219-T87
welded specimens.

Out-of-plane contraction ratios indicate that, for constant
volume deformation, strains normal to the specimen surface
are greater than transverse strains within the surface.
Weld material 0.50 and 1.50 inches thick exhibits near
perfect strain hardening upon application of the second

load.
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XI. APPENDICES
Scatter of data collected for various specimens and tests is

given in Figures Al through D40. Scatter is presented in four

appendices as follows:

Appendix A. Task 2, Tensile Tests, New NTR Weld Procedure,
0.71" x 1.4" Material

Appendix B. Task 2, Tensile Tests, Normal Weld Procedure,
0.71" x 1.4" Material

Appendix C. Task 3, Bending Tests, Normal Weld Procedure,
0.71" x 1.4" Material

Appendix D. Task 4, Tensile Tests, 0.5" x 2.0" Material
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APPENDIX B
Task 2
Tensile Tests
Normal Weld Procedure

0.71" x 1.4" Material
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Stress Vs Strain

Centerline of Weld
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Centerline of Weld
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Centerline of Weld
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APPENDIX C
Task 3
Bending Tests
Normal Weld Procedure

0.71" x 1.4" Material

173



174

¥N 2A0QV ‘UoTsuaj, @pTS 4O ‘Iotaevyed [eTI93e °TD =anbrg

90T » Ure.ns guredyg

0000¢ 00091 000C1 0008 000y 0
” T T T T T T T T T — T T T T T T T T T _ T T T T T T T T T — T T T T T T T 1 — T T T 1 L} T T T T ]
: '3
s v ek b3
r ¢ 1
- L -
: 4
- I
: I
3 o
m gmiog - - - ;1
; gmog ----- A
- [ u0g K ¥
o [} ]
g ( uotsus [ ) seey [pamap anoqy S [
g PowaLL OH b [ x JIL0 v T
m. m

uoIsUa, ul IPIS 4O ‘P12 [PwrIoN

ssa.qgsojoy g ‘Suipuag ui juiof Jo 101avya g

000T

000y

0009

0008

00001

00021

000¥T

00091

00081

00007

(sq[ - ur) JuUsWO



175

YN moTad ‘uoTsus] 9pTs A0 ’‘Jotaeysg TeTIslel °zd 2anbtyg

9701 » Uren)S urredys
00002

0009 000<1 0008 000¥

—

— T T T T T T T T T ,— T T T T T T T T T — T T T T T T T

Qmogd --——
Smog -----
pwod

( uotssasdio)) ) Sixy [pamapN mojag

pawald 3H b [ % ., IL0

T T T T T T T T T T T T T Y T T T T T T Y T T T T Y T T T T T T T T T T T
T 1

—————

|vrxr1|rrq'vrn|x|v|lxr|”||vrl

T

TURYERI IS TEITENS AN RN IR TR Rl AU RN TENA SRR EN AR NI SERARTURNY NN ERE S w A FNTEL sv ANl RN S YRR

uoIsua L ul op1s O ‘PIoM [ouiioN
$52.415010Y J ‘Butpud g u1 ju1of o 10140Yya g

000¢

000¥

0009

0008

00001

000¢T

000¥1

00091

00081

0000¢

(sqq - ur) JudTOIA



176

9 pue T s3jutod ‘uotsua]l 8®pPTS g0 ‘uostaedwo) *¢H aanbryg

9101 & Urens 3uriedyg

00007 00091 000¢T 0008 000v

<

L A A L AL DL RO B B B | | L LA B B B

| L L L |

uoissasdwio) ‘g og - - - - -
uosuaJ ‘r wrogd

pamwaLIvay b [ & L IL°0

T Y [T T T T T T T T T O T T T T T T T I T T T T T T T T T T T T T T T
[ T I 1 I i ! I

TY 7T

"Yl'llllUIll'

T

lllllll|ll]llllllll]lllllllllllllllllllllllllllllIllIlIA[xlIlllll|||Iljlll]llllllllllllll]lllll]lll

uolsua, ut ap1s 4O ‘PIoM 1vutioN
ssaqgsojoy g ‘Suipuag ui jurof Jo 101avyayg

000¢

000¥

0009

0008

00001

00071

000¥1

00091

00081

0000¢

(sq[ - ur) JudmWoO



177

G pue g s3jurod ‘uoTsu’al opTS o ‘uosTaedwo)d ‘D 2aInbTJg

9H0I » ures)S 3uledys
00007 00091 00021 0008 000b

T v v T T 7T T 1 T T U7 11 LU AL L R S B | T VI 1T 11T 77T LI B N 1 T
T T LI §

=

uoIssa4duio)) ‘s ju10g -----
uoIsuadJ ‘z jutog

pawaL L 103 [ 5 ,1L°0 /

Il(llllrlUlllll'llIllllllllllll'lllllllIllll"llIlIllll|l][lIll'lllYlT""llIllll'l!llll']llIlllll]
lllllllllllllllllll]1111][11]lllllIjLLllllLI]llll|Illllllll|IlljlllIIIlllllllllllllAll[Llllllllllll

uorsua [ up ap1s Ao PomM jvuLioN
ssaqysojoyJ ‘Suipuag ui qurof fo s01avyag

0007

000¥

0009

0008

00001

00021

000%1

00091

00081

0000¢

(sqq - ur) Judwo



178

v pue ¢ sjutod ‘uolsua] @pTS go ‘uosTaedwo) ‘6D 2aNnbTJ

9H0I » urens urreays

0000¢ 0009 00021 0008 000¥ 0
T T T T T L T T T — T T T T T T L] ¥ T — T T T T T T L] T T — T T T T T T T T L] — T T T ]
E
!
!
'
i
uo1ss24dwo)) ‘p JU10d - - - -~ '
uoISUs L ‘c 104 >
!
pawaL] 3l b x ., IL0 H

|x|ll|||1||1||vr1vl||||||vvvv|vr|1rv|v'l|||||rvv‘lvll||||||||||||||||Ilr|||||vl|!|vv||11v'llvv||v||

W DR SN WA (O T TN ST S W ST S S T 'PATIU S TS W T WURY ST SN Y T SN T S R i N S PEE ST R TR T |

llllllJllIlllllljjllllllllxllIllllllllll|IlLJIlllIIlllLlJlllllllLAlllllIlllLJlllllll

uoIsua,J u1 ap1S (O ‘P12M pwioN
§52.435010Y  ‘Suipuag ui jurof fo J014vyayg

000¢

000%

0009

0008

00001

00021

000¥1

00091

00081

00007

('sq[ - u1) JudmON



179

0001

sauTtod dI pue QO ‘UOTsSusl 9PTS A0 ‘IoTAeyag TeTIS3eH °9D 2InbTd

9HOT » Ulens
00071 0006 0009 000¢

[T T T

l|ll!llll‘llllll'lllI|lV"lllllll'll[]lIIll!Vllll]lllIlI‘T!Illl'lll1']lll|ll'll'll'Y'T[YIIIIYI!'Ii

LA B SR RN B B (N I S N AR S A A N A AN AN SR SN L L L LN LN AR N AL S BN B B N (N

( uoissaadwio)) ) ap1s qJ - -~~~
(uoisuay ) apis 4O ———

pawad L I0oH '] % L IL°0

IlllllllllllllllllllllllllllllllllllLlIllllllllllIlllllllll]lljlIlllllllllllllllIllLLxlll]Illlllllj

uoIsuI,[ u1 3PS A0 ‘PIoM 1DwioN
$a3V0) uwIS ‘Sulpudg ul Jurof Jo 10140y g

000¢

000¥

0009

0008

00001

00071

000¥1

00091

00081

0000<

(sqp - 1) SO



180

0000¢

YN @A0QY ‘uolsus] 9pTS QI ‘Jotaeysd TeTaalel °LD aanbrg

9A01 » Ureng surredys

00091 0007 0008 000y

” T T T T T T T — ¥ L L] T T T T T T _ T T T T T T T T L — T L) T T T T T T T — T T T T Ll ¥ T T ]
m 3
- 13
F I ]
F ! ]
g r*m
- x
: gm0y — - - i
: Juog ----- 1]
- [ 1104 v
: (uosua ) siy anap aaoqy _. ]
F PIwALL I3 b [ % L 1L0 ]
: R ! ]
o . e Ny 3
nl \\\ / l”
o e / 3
3 - ’ 3
: 7 E
2 < u
I v “\1 4

- - -
- . ¢ - . vy 3
F . \\\\\\ v \\\ ]
m ¢ - .‘\\\ * v \4\ M In
F .- e mm . . v P v 3
'l..v * ||<ll‘\|\<\ m
C L L 1 L 1 A 1 L 1 — ' L 1 L 1 1 1 1 I} — ' 1 \* 2 1 La.l L — A 1 1 AL 1 A 1 1 ) — 1 1 1 L 1 1 Il 1 “

uoIsUa L u1 apiS QI ‘PIoA [ouLIoN
$S2.415030Y J ‘Surpusg ui jurof fo 101avyag

000¢

000¥

0009

0008

00001

00071

0001

00091

0008T

0000¢

(sq[ - ur) JudwoN

3



¥N moiag ‘uorsusg 9PTS dI 'aoTaAvysg TeTaajen °gd =2anbrdg

9HOT » Ulen)S 3uLiLdIYS

181

0009 0007 0008 000v 0 0

3 1 000z
3 om0y — E 000¥
: S0y -----

r ( :EEQEQEQU:NQ&M“WMMN Mmo1a2g | 0009
PAVUL 0 [ L IL0 ]

3 3 0008
3 3 00001
3 00021
1 0001
o T 1 00091
T [ 1 00081
- e S ST B 300007

uosuaJ up ap1s I ‘Plop [VuLION
SSadjsojoy J ‘Sutpuag up yurof fo 1014vya g

('sqq - ur ) JUIUOIA]



182

9 PUB T sjutod ‘uoTsusj oprs dI ‘uostaeduwod °ed 2anbtJd

901 » UleN)S Buriedys

00007 00091 00021 0008 000v 0
[ T T T T T T T 1 T — T T ¥ T T T L) T T — T T T T T T T T T d T T L T T L) T T T — T T T T ]
UOISS24AWOY) ‘Q JUIOY - - - - -
. UOISUIL ‘[ 1u104 3
: PAWILL VI b [ % 1L 0 w
3 E
-7 E
m 1 i 1 1 L L A L 1 — 1 H 1 L L L 1 ' 1 — 1 'l 1 I L L L i 1 _ 1 1 L L 1 1 L 1 1 ~ 'l L 1 L m

uoISUa L U1 IPIS (A1 ‘P12 1VWI0N
ssaqjsojoy g ‘Surpuag ui yurof fo 1014vyag

000¢

000y

0009

0008

00001

000¢1

000%1

00091

00081

0000¢

(sq[ - ur) JudsWOA



183

00007

G pue Z sjurod ‘UuoTsu’al °9pTIS QI ‘uostaedwo) ‘01D 2anbrg

9101 & Ures)S suriedys

00091 000<1 0008 000v

<

TTTTYY

AR SRR AR AN A R AR AR AR AR RS A AR AR RSN RAN

LSRR RRRERRERAS RN

T T T T

LANML S D S B B S BRMD SRS N B | L L L A A A | L L L

uoissa4duo) ‘s ju1og - - - --
UOISU3 ] ‘7 U104

pamwal] 0ol b [ x , 10

P
-

T

T

ll]lllllIllllllllllllllllllllllIIIlllllIIlIllllllllllllllIl[llllllllllllllllllllllllllllllllllllll

uorsua [ ut ap1S di ‘Pl jwuLioN
ssapsopoy g ‘Sutpuag ui yurof fo 401avyag

000¢

000%

0009

0008

00001

000<1

000%1

00091

00081

00007

('sq[ - ur) JUSWOA]



184

0000¢

v pue ¢ s3juTod ‘uorsusl °pTs QI ‘uostaedwod ‘TTD einbryg

9401 » Ule)S SulIBIYS

uoisus L ‘¢ iutod
pamwaL L 10H F'[ ., 1L 0

T T T T T T T I T T T T [ T T T T ey T [Ty VY [T ey Py T T TV T Yy T T v v rr ey

-
-
IRV ot P S S IO S S R

00091 0007 0008 000¥
AL L AL AL AL L A R AL L B SR R BN B RN L B R S S B L IR B AN S S B B A B e
uoissaidwoy) ‘p uog - ---- "

IR TSETCUI ST ESEETN SENSSTETRY ST STTETR FNTTETNAT TR ST ET T FUVURYTIT] FETTUTT!

uosua J ut apis (I ‘pi2 M [vusioN

$Sa.435010Yy J ‘Sutpuag ui yuiof fo 1014vya gy

0002

000y

0009

0008

00001

000<1

000¥1

00091

00081

00007

(sqp - ur) JudWoIA



185

S3uTod dI PuR g0 ‘uoTsu?dj 8plS dI ‘IoTAeysg TeTIslel 'zZID 2anbtd

9HOT » Urens
000s1 00071 0006 0009 000t

LANEEL IR S B B L A AR AL A ML AL B RN R BN LN BN SR SR SN A B SR S B S LANNLENE B D SR B A B

uoissa.dwo)) ‘ap1s qo -----
uotsua ], ‘ap1s 4l

pawad [ 103H b % u1L°0

AR AN RS AR AR RN AR LS LR SRR AR SRS R I S N BLALRL AR A

¥

s by ag e beranaeaa o Loy env el oo e ogaaas b eaega s el saaranaleaaacess

uoISUI [ ul ap1S (I ‘PIoM [vuLION
sadvH uw.s ‘Sutpuag ui jurof fo do1avyag

000¢

000v

0009

0008

00001

00071

000v1

00091

00081

0000<

(sq - ur) JuaTo



186

0000¢

uotssexdwo) pue uorsusl ‘T JUTOd ‘®PTS QO ‘IOTARUSH "ETID @Inbrdg

9H0T » Ule)§

<

TT T T I T [T T T T e T T P T T T T [ v e T T [T T T [P T e T Vv TV [ T T T TP Ty e e s

TTTTTTTYT

00091 00021 0008 000y
T T T T T T T ~ ¥ T T T T T T T T — T 1 T ¥ T T L 1 T — T T T i T T T ¥ Ll — T T T T L] T T T ]
U
uossa4dwio) - - - -~
UoIsua ] . .s!:
pIS O /!
F1
P I3 b % W IL°0 ’

-
-

-
-
-

-
-
-

so g by e esaaa e leaaea e byt raadea s ag ey e beeagagasalaiaaaaesgl

I Jutod ‘plom jouLioN
ssaaysopoyqJ ‘Sutpuag up jurof Jo o1avyag

000C

000y

0009

0008

00001

00021

000¥1

00091

00081

0000¢

(sqp - ur) Judwo



187

uoTssaxduwo) pue uoTsusl ‘z julod ‘epIs 4o ‘aortaeysd *y1D =2anbrg

9HOT » utedl§

0000¢ 00091 00071 0008 000¥

=

LU RS SN SN St SR SN S R A B AR SR RN SRR B B LA AL 7 1 T v 71 v 71 T

]

uoissaaduwio)) -----
uosus |,

ap1s Ao
powal [ W3H b1 % . 1L°0

lllllllll]llllllllllllllll[ll'l‘l'lI!lll

'll'llkllllllllflIllll'lll[llll'll'lllll’lllllllll‘llIlll

T

T

T

T

lllllllIlllllllllllIllllllllllllllJIllllIIllllll

lIIIIlllllIllllllllllllllllllIlllllllllllllllllll

z u10d ‘plop [vuioN
ssaajsojoy g ‘Suipuag up jurof fo i01avyag

0007

000%

0009

0008

00001

00071

000v1

00091

00081

00007

(sqp - ur) JURWON



188

00007

uoTssaxduo) pue uorlsu?al ‘¢ jutod ‘9pTIS 4O ‘JoTAeysg °*Gg1D Lanbtd

00091

9401 » Uit}
00071

0008 000y

<

T[T T [ TT Ty Iy r Y [ YTy rrrTy

IARSASEARERRRENRRERE RARRRRASEN RENEREIENE SR

AR REARES RS R EEEEE

T

T

T

T

T

T

v r 1 v r 1 1 | DAL LI B S B B 1 1 7T v 1 1 1 11

T

u01s§2.4dwo)) - - - - -
uoIsua |

pI§do
pawai[ 03 b [ x uIL°0

-

-
L= ")

T

| FEEREREEE

114

[STERERSUE ITERTNRTI NN ETYSTTE IR NTE NS T NS SETENINNSN ST T EUS NSNS NN ENERNT] AN Y NS U T Tl FRTEI

£ ut0d ‘pog utioN
$Sa.415010Y 4 ‘Sutpuag ui juiof fo 101avyag

000¢

000¥

0009

0008

00001

00071

000¥1

00091

00081

00007

(sq[ - ur) JUdWO



189

00007

uotsssaxduo) pue UoTsusl, ‘T jurod ‘SpIs dI ‘IoTARYag *9TD aanbryg

9HOT + urean)§

ssaqpsojoy J ‘Suipuag up qurof fo s01avyag

0009 000<T 0008 000y 0
[ T T T T T T T _ L ¥ T T T ¥ T T T — T T T T ¥ T L T T _ T T L] T T T T T T ~ T T T L T T T ¥ T B
uo1ss4duio?) - - - - -
3 uorsua . E
- s ar ]
2 PAW2LL 03H b [ % .10 E
f w
SRR S - m
7~ E
m 1 1 1 1 I} ] 1 2 - 1 1 'l I\ 1 1 1 'y 1 — L 1 1 1 1 1 L L L — ' 1 1 1 i 1 1 L 1 ‘ 1 I L L 2 1 J s i

I 1o ‘plapp (ourioN

000¢

000y

0009

0008

00001

00021

0001

00091

00081

0000¢

(sqq - ur) JudwWoO



190

uotrssaxdwo) pue uorsual ‘g JUTod ‘8pIs I ‘aotaeyag L1 2anbtd

9H01 » ulens

0000¢ 0009 00071 0008 000¥

=

LA AL A AL B D N R R R D B SR SN SN B v v 7 r @1y T 1 T

uo1ssa4dwoy) - - - - -
uosua

s dl
ENBNK.N Mawt :V.N x* u NN.Q

A LR RN AR AR AR AR AR AR EAS AR REA AL R

T

TN FE NNV EENE S IR TR ST ST NE T NI FURE RS TETE NS TN U NI N ST AR ARNY NN AN UNETN SR TNV INUTI RSN U RN

Z 1utod ‘plop ouroN
$Sa.435010Y 4 ‘Sutpuag ui jurof fo 101avyag

000¢

000¥

0009

0008

00001

00071

000v1

00091

00081

00007

(sqj - u ) JuSWO



191

uUoTssaoIdwo) pue UOTSUd], ‘¢ jJuTod ‘SpTS QI ‘IoTaeysg °8ID =2anbrdg

9H01 » Wens
0000¢ 0009 0007 0008 000¥ 0

...-u-._..qqq-._...._...._...«....._..q.u..-.c

000¢

Diael
iiteliaa ety

000y

-

TSR EET I IR N VA NN R RN NN N AR I NN SRS NN SNSRI NS SEEEEER NI NN AN AR BUTN

u015534dwio)) - - ~ - -
uoIsua |

s al
WNSNK..N QQNM& :V. N * 4 NN.Q

0009

0008

00001

00021

000%1

ISAAAARRE R AR R N AR RN RN AR LA RR AL ARARRRARLE RARRARRRNE

00091

00081

LABREREERE LERLEREEE

— 00007
£ yutod ‘plap ouLioN

ssaq3sojoy g ‘Suipuag ui pupof fo 4o01avyag

('sq[ - ur) JudwON



192

APPENDIX D
Task 4
Tensile Tests

0.50" x 1.0" Material
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Stress Vs Strain

Centerline of Weld, Point B
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Stress Vs Strain

Fusion Boundary, Point H
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Stress Vs Strain

Fusion Boundary, Point I
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Stress Vs Strain

Fusion Boundary, Point J
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